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Tests Standard Issue Results as
Enclosure Na.
1. Wide-width tensile test EN IS0 10318 08,1898 At - A2
2, Force at 0,8%:, 1,0%, 1,5%, 2,0% and A1 - A2

strain at nominal force

The results apply exclusively to the specimens submitted.
The date of testing is reported on the enclosed enclosural-as,
Results are raported to the accuracy given in the standards. In statistical evaluation, the measured accuracy is taken.

This test report containg 2 pages and 2 enclosure/-es {enciosurel-gs AT - A2)

it may not be published in parts. Only the summary of results may be published as
"Extract of Test Report Mo, 1.1/18523/4988.0.1-2007e "
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Summary of results Test Report No. 1.1 / 19523 / 496.0.1-2007e

Date / Ref. 41 Juby 2007 I tb
Ordar by : | - Poland
Material : Coated glass-geogrid (black)
Glasstech 100/100 - 2007 0613
{deciaration by customer)
Standard- Goef. of
Test Standard Unit Mean deviation variation
4 5 vin%
Wide-width tensile test EN IS0 10318 06.1696
Tensile strength MD kN/m 1672 5,85 4.2
CMD khim 127.8 130 10,2
Strain at maximum load MD £ 1.8 8,08 51
CMD % 1.3 0,38 28,7
Forge at strain 0,5% MD EMN/m 534 12,45 233
CMD kN/m 53,3 18,50 36,6
Force at strain 1.0% MD kN/im 101.5 12,382 127
CHMD kNfm BE.4 5,47 75
Force at strain 1.5% MD KMN/m 145,3 11,16 77
CMD kN/m 128.2 553 4.3
Force at strain 2,0% MD ENIm - = =
CMD kN/m . - -
Strain at nominal force MD 100 kN/m %% 1.0 0,14 13.8
CMD | 100 kN/m ) 1.0 022 220
. =E0on
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Institut for text:ie Bau- und Umweltechnix SmbpH

Wide-width tensile test
EN ISO 10319 (06.1996)

1AM95230495.0,.1-2007 A1
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Test Report No.: 1.1/19523/496.0.1-2007 Material : Glasstech 100100
Company W Roll-No. : 2007 0613
Operator : th Test direction : MD
Date : 11.07.2007
TBSI parameters
Climate P 23°C /88 % r humidity Specimen width 80 ; 1758 mm
Machine . Zwick 2250 Teststrands 4
Load cell © 250 kN Strands’ m 398
Extenscmeter (path): Video LE 2100 mm
Specimen grips . Demgen M250 Fra-lgad $ 285 N
Results
Fm | Fm | Am Fat05% Fat1% Fat15%|Fat2% Strainatnom. load v-test
Mr M kM/m ¥ kM/m kM/m kM/m | kNim e S&fmin
1 | 30578 173,84 1.77 | 67.77_ 114,83 15520 | - 083 1887
2 | 28854 17029 1,97 56.71 | ®581 13515 | - 1.05 | 2184
3 | 28666 16287 180 5386 | 107.65 15015 | - T 083 [ 19.46
4 |2763% 157.13] 1,83 3378 8188 13151 | - 118 2047
] 30198 171,67 1,73 52.82 107.26  154.45 - 0,83 18.82
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Statistics
Serie Fm Fm Am Fat05% Fati1% Fat15% Fat2% Strain at nom. load  v-tast
n= 5 M kMfm . %%, kMM KMNm kMN/m kMNim % Yeimin
x [29487 (187,18 182 5341 10153 14529 | - 088 18.81
5 1222 | B95 0.08 1245 | 1282 1118 - 0.14 1.42
W 418 418 511 23,30 12.72 T7.63 - 13.82 TAT
Mote; -
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Wide-width tensile test

EN ISO 10319 (06.1996)

Test Report No.: 1.1/1 9523/488.0.1-2007  Material : Glasstech 100/100
Company ) " Roll-No. : 2007 0813
Operator i th Test direction : CMD

Date : 11.07.2007

Test parameters

Climate : 23 °C /58 % r. humidity  Specimen width b0 - 1778 mm
Machine ; Ewick 2250 Teststrands s
Load cell ; 250 kN Strands! m 383
Extensomater (path): Videa LE 100 mm
Specimen grips : Demgen M250 Pre-lpad 1225 N
Results
Fm Fm Am  Fat05%/ Fat1% Fat1,5%Fat2% Strainatnom. load v-test
Nr N kNim % kMN/m KMN/m KMim | kNim o Simin
1 24833 13859 1,70 36.86 81.24 12442 | - 1,21 1872
25031 14070 1680 4801 8366 13528 - 107 | 1842
3 |20057 11274 087 7815 - - - 0.73 1182
4 |20827 11585 O¢8 eé982 - = - | - 078 1312
5 23117 12885| 1.54 35866 | 8430 12780 - 1,16 18,28
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Statistics
Saria Fm Fm Am TFat05% Fat1% Fat1.5% Fat2% Strain at nom. load  v-iest
n=5 N khim. % kM/m Khm kMM kN/m % Yaimin
% |22733 12779 1.34 5332 6640 12918 - 098 16.23
5 2315 1301 038 1850 647 553 | - 0,22 3.81
) 1018 10,18 2874 36358 T.48 428 - 2187 2223
Mote: -
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